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Test Report ASH20-012346-02 Date: 26 Apr 2020

Client Name:  TEXSTYLE
Client Address: No.8 Huishi Road Jishigang Town Haishu District Ningbo China

Sample Name: anti-bacterial & anti-fungal sunscreen
Manufacturer: TEXSTYLE

Sample Batch No.: /

Production Date: /

Above information and sample(s) was/were submitted and certified by the client, SGS quoted the information with
no responsibility as to the accuracy, adequacy and/or completeness.

SGS Reference No. : HZAFL202000299046

Date of Sample Received : 30 Mar 2020

Testing Period : 30 Mar 2020 - 26 Apr 2020

Test Requested : Selected test(s) as requested by client.
Test Method : Please refer to next page(s).

Test Result(s) : Please refer to next page(s).

Chinese shall prevail in this report.
Unless otherwise stated the results shown in this test report refer only to the items tested. This document cannot be
used for publicity, without prior written approval of the SGS.
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SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.
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Test Report ASH20-012346-02 Date: 26 Apr 2020
Sample Description :

Specimen No. SGS Sample ID Description

1 ASH20-012346.002  sample in bag
Test Result(s) :
Test Requested : Determine the antimicrobial activity of the submitted sample in 24hour
Test Method : ASTM E 2149-2013a Determining the Antimicrobial Activity of Antimicrobial Agents Under

Dynamic Contact Conditions

ASH20-012346-02.002
Test organism Staphylococcus aureus ATCC 6538
The number of bacteria  The number of bacteria
ecovered from “0"contact recovered from
time (CFU/mL) “24”contact time
Sample (1g) / 9.7x10M
Inoculum only control 2.2x107"5 1.8x10"6
Reduction % 95
Test organism Candida Albicans ATCC 10231
p—
The number of bacteria  The number of bacteria \% % QL
ecovered from “0”contact recovered from
time (CFU/mL) “24”contact time
Sample (1g) / 5.2x10M
Inoculum only control 2.3x1075 9.0x10%5 etz i
lion & Testing S
Reduction % 94
F I it ot
Test organism Escherichia coli ATCC 25022 i Y8
The number of bacteria  The number of bacteria
ecovered from “0”contact recovered from
time (CFU/mL) “24”contact time
Sample (19) / 6.2x10"5
Inoculum only control 2.3x107"5 8.3x10"6
Reduction % 93
Notes :

Sterilization method of sample: moist heat sterilization
The reduction calculations are based on values from inoculum only control.
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Sample photo:

ASH20-012346.002

SGS authenticate the photo on original report only
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